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ON CORROSION FAILURE OF METALS
Abstract
The interpolational formula suitable for prediction of process of corrosion failure
of metals wnder stress and for the determination of time to failure atf given stationary

sfresses, femperarures, potentials that have metal constructions working in medium
rendering on them corvosion action is suggested and verjfied by Teries experiments.



